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YX—Fiﬂdﬁﬁ%fiﬂﬂg}}%ﬁ, ﬂ‘hg}béﬁ-ﬂﬁﬁigﬁﬁﬁ?@.&ﬂ—l“ (The following samples was/were submitted and
identified by/on behalf of the client as) :

BASIC INFORMATION
Type of Product POWER LED SERIES
Supplier Company Name EVERLIGHT
Address NO. 25, LANE 76, SEC. 3, CHUNG YANG ROAD, TUCHENG,TAIWAN, R. O. C.
Tel/Fax/Email TEL:886-2-267-2000 EXT:1203
FAX:886-2-267-9948
E-MAIL: meelin@everlight.com
Contact Person LIN HSTAO HUA
EVERLIGHT REPORT NO EVERLIGHT-HL37-08/R5C-06-SGS-17/05/2010
PRODUCT INFORMATION
Product/component Sample description AUTOMOTIVE EXTERIOR LIGHTING
Quantity (numbers or weight) 0.2797g
EVERLIGHT P/N HL37-08/R5C-06
Product Lot No 1002003
Country of Origin TAIWAN
TEST INFORMATION
Digital Photo(s) of sample(s) after being JPG EMBEDDED IN EACH REPORT
prepared
Sample preparation CUTTING
Test Method Cd , Pb , Hg , Cr(VI), PBB/PBDE - IEC 62321, Halogen-BS EN 14582
PQL and/or MDL Cd , Pb , Hg: < 2 mg/kg; PBB/PBDE: < 5 mg/kg; Halogen: 50 mg/kg
Name of Analyzer Cd , Pb , Hg, Cr(VI): Climbgreat Yang;
PBB/PBDE: Roman Wong; Halogen: Rita Chen
&ﬁ"ﬂﬁ}](Sample Receiving Date) . 2010/05/10
)X A M) (Testing Period) : 2010/05/10 TO 2010/05/17

FHA T —H8 (Please refer to next pages).

Signed for and on behalf of
SGS TAIWAN LTD.
Chemical Laboratory — Taipei

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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B2 & K (Test Results)

383X 271z (PARTNAME)NO.. 1 1 KR% (BODY)
383X 2/ 1z (PARTNAME)NO. 2 : 46,4 )BIEMr4ER (PLATING LAYER OF SILVER COLORED METAL PIN)
38 2X ¥/ {5 (PARTNAME)NO. 3 : B E 42 BIEMEAHM (BASE MATERIAL OF SILVER COLORED METAL PIN)

AR B 86 PR KRS B2 (Result)

: R
(Test Items) (Unit) (Method) (MDL) NO.1 NO.2 NO.3

43 / Cadmium (Cd) mg/kg éﬁﬁ?IEC 62321: 20087 &, VAR 2 n.d. n.d. n.d.
JEFE 6T R T B4R R .
/ With reference to IEC
62321: 2008 and performed by
ICP-AES.

4% / Lead (Pb) mg/kg |%FIEC 62321: 2008 i, VAR 2 n.d. 272 8
K86 F R T ASHLRR A
/ With reference to IEC
62321: 2008 and performed by
ICP-AES.

5K / Mercury (Hg) mg/kg |%FIEC 62321: 2008% 3, VAR 2 n.d. n.d. n.d.
K86 F R T ASHLRR A
/ With reference to IEC

62321: 2008 and performed by

ICP-AES.
1848 / Hexavalent Chromium Cr(VI) by| mg/kg éﬁﬁ?IEC 62321: 2008 F &, VA 2 n.d. --- ---
alkaline extraction UV-VIS## . / With reference

to IEC 62321: 2008 and
performed by UV-VIS.

<1848 / Hexavalent Chromium Cr(VI) by * SFIEC 62321: 20087 &, W& 0.02mg/kg --- Negative|Negative
Spot test / boiling water extraction Spot test / boiling water with 50
extractionZ #E#M . / With cm?
reference to IEC 62321: 2008 surface
area

and performed by Spot test /
boiling water extraction
Method. (See Note 5)
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AR B 86 PR Zﬁﬁz” B2 (Result)

(Test Items) (Unit) (Method)
(MDL) NO.1 NO.2 NO.3
Vg8 Ey-A / Tetrabromobisphenol A mg/kg |%#DIN 53313 3%, RAMEH 10 n.d. --- ---
(TBBP-A) (CAS No.: 000079-94-7) 1/ EE A / With

reference to DIN 53313
method. Analysis was
performed by GC/MS.

SRFIRFEER / Perfluorooctane mg/kg |%#US EPA 3540C: 19967 ik, 10 n.d. --- ---
sulfonates (PFOS) VAR AR & T H AR AR 2 R CF IR

PFOS — Acid FEEE A% . / With reference to

PFOS — Metal Salt US EPA 3540C: 1996 method for

PFOS — Amide PFOS Content. Analysis was

performed by LC/MS.

AR EBR (4%) / PFOA (CAS No.: 000335- | mg/kg [%#US EPA 3540C: 199677 7%, 10 n.d. --- ---
67-1) VARAR & AT H SRR A R B

(42)%F. / With reference to
US EPA 3540C: 1996 method for
PFOA Content. Analysis was
performed by LC/MS.

HE / Halogen

B % (#A) / Halogen-Fluorine (F) (CAS | mg/kg [%#BS EN 14582:2007, »R&tF 50 n.d. --- ---
No.: 014762-94-8) BME M. / With reference
to BS EN 14582:2007. Analysis
was performed by IC.

8% (£.) / Halogen-Chlorine (Cl) (CAS| mg/kg |%#BS EN 14582:2007, wA&:F 50 752 --- ---
No.: 022537-15-1) RBME M. / With reference
to BS EN 14582:2007. Analysis
was performed by IC.

B % (&) / Halogen-Bromine (Br) (CAS | mg/kg |%#BS EN 14582:2007, WX 50 939 --- ---
No.: 010097-32-2) RBME M. / With reference
to BS EN 14582:2007. Analysis
was performed by IC.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
PRIEAFHI » R ERERESAGA 2R B H - FMERA AR E WA > Ao EE -

This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company’s findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and
offenders may be prosecuted to the fullest extent of the law.

LB R R ) AR /A F | Chemical-Taipei 33 WuChyuan Road, Wuku Industrial Zone, Taipei County, Taiwan /13 L % T 3418 TUHERE 3357 t + 886 (02)2299 3279 f+ 886 (02)2299 3237 www.sgs.com

Member of the SGS Group (SGS SA)



SGS

R ARE

3%A5(No.) : CE/2010/51338 H#](Date) : 2010/05/17 &K (Page) : 4 of 13
Test Report
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XA B L 37 3% TERH| g (Result)
(Test Items) (Unit) (Method) AR AL

(MDL) | No.1 | No.2 [ NO.3
B % (#) / Halogen-Iodine (I) (CAS mg/kg |4#BS EN 14582:2007, WR#F 50 n.d.
No.: 014362-44-8) RBME M. / With reference

to BS EN 14582:2007. Analysis
was performed by IC.

S iAB KM Fe / Sum of PBBs - n.d. - -
— &K / Monobromobiphenyl 5 n.d. — -
— BB / Dibromobiphenyl 5 . . .
Z&WER / Tribromobiphenyl 5 n.d. - -
WA OK / Tetrabromobiphenyl 5 n.d. - -
BRWER / Pentabromobiphenyl 5 n.d. - -
NIRHOK / Hexabromobiphenyl 5 n.d. - -
L&MW / Heptabromobiphenyl 5 n.d. R -
ANRWER / Octabromobiphenyl 5 n.d. R -
HL iR K / Nonabromobiphenyl % H#1EC 62321: 20087, AR 5 n.d.
+i& %X / Decabromobiphenyl 18R AT AR/ H R EARA] . / With 5 n.d.
% 4B KB MA / Sun of PBDEs me/KE | ference to IEC 62321: 2008 - 0.
— B KB / Monobromodiphenyl ether and performed by GC/MS. 5 n.d. - -
AWk XE / Dibromodiphenyl ether 5 n.d. - -
ZRWRKEE / Tribromodiphenyl ether 5 n.d. - -
VIR KBk / Tetrabromodiphenyl ether 5 n.d. - -
BRWRKEE / Pentabromodiphenyl ether 5 n.d. - -
SN W OKE% / Hexabromodiphenyl ether 5 n.d. - -
L&MW KE / Heptabromodiphenyl ether 5 n.d. - -
N RKEE / Octabromodiphenyl ether 5 n.d. - -
JUiR Bt XE% / Nonabromodiphenyl ether 5 n.d. - -
+ iAWt XE% / Decabromodiphenyl ether 5 n.d. - -
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FRIES I - B EHE REENBZAR R BT - FREREA AR E'IFAT » AT # -

This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company’s findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and
offenders may be prosecuted to the fullest extent of the law.

LB R R ) AR /A F | Chemical-Taipei 33 WuChyuan Road, Wuku Industrial Zone, Taipei County, Taiwan /13 L % T 3418 TUHERE 3357 t + 886 (02)2299 3279 f+ 886 (02)2299 3237 www.sgs.com

Member of the SGS Group (SGS SA)




SGS

AR mE
Test Report

BAETTERNA KRR A 00O O
EVERLIGHT ELECTRONICS CO., LTD.

& L8R AR P IR = FR 7642558
NO. 25, LANE 76, SEC. 3, CHUNG YANG ROAD, TUCHENG, TAIPEI, TAIWAN, R. O. C.

$EA5(No.) : CE/2010/51338 HE#i(Date) : 2010/05/17 H#(Page) : 5 of 13

3 (Note)

1. mg/kg = ppm; 0.1wt% = 1000ppm

2. n.d. = Not Detected (ﬂiﬁ%ﬁj)

3. MDL = Method Detection Limit (77 74884 RAA)

4. "-" = Not Regulated (£ 3AAE)

5. Spot-test:
Negative = Absence of Cr(VI) coating / surface 1ayer(@§ﬁ%q’{aﬁﬂﬁ:iqﬁffgég),
Positive = Presence of Cr(VI) coating / surface layer (45 P18 3| <184%);
The tested sample should be further verified by boiling-water-extraction method if the spot test result
cannot be confirmed. (& 3%R|2AMm EEEAMN, BHXESTHE Hboiling-water-extract ionid| 3R ¥ kit — % 5ER

Boiling-water-extraction:

Negative = Absence of Cr(VI) coating / surface 1ayer(@§ﬁ%q’{aﬁﬂﬁ:iqﬁffgég),
Positive = Presence of Cr(VI) coating / surface layer (45 P18 3] <184%);
The detected concentration in boiling-water-extraction solution is equal or greater than 0.02 mg/kg
with 50 cm? sample surface area. (3;%§%§ﬁ%§i;§0.02 mg/kg with 50 cm? (sample surface area))

6. "---" = Not Conducted (32|78 H)

7. **%= Qualitative analysis (No Unit) =M \*&(‘_“u

PFOS 4% # H M (Reference Information) : 354 2006/122/EC (Directive 2006/122/EC)
(1) ZMH AT BAAT 35 LAk R AME RN H R ECE R A 2 IR F AR KAA0.005%.

(May not be placed on the market or used as a substance or constituent of preparations in a

concentration equal to or higher than 0.005% by mass.)

(2) Jﬁfh? T B AT 3 Loy ¥ kot R B eb LM Rs TAF Lol B3 B A PROSHE £ R & 4% b & it ta A 1 b3t
HPPOSE ZIRAFARKMN.1%, MEGEDREWE ZHH, o RPFOSEFEWH T B FARKAug/m?.

(May not be placed on the market in semi-finished products or articles, or parts thereof, if the
concentration of PFOS is equal to or higher than 0.1% by mass calculated with reference to the mass
of structurally or microstructurally distinct parts that contain PFOS or, for textiles or other

coated materials, if the amount of PFOS is equal to or higher than lug/m2 of the coated material.)
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) 3X 28 4Z (PARTNAME)NO. 1, 3

1) BRAERTREE MM 0t LEREM o (SELRKF &R ) | These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr® test method excluded )
2) AR AE : #%81% / Name of the person who made measurement: Climbgreat Yang
3) MR & FHA :5R4AE [ Name of the person in charge of measurement: Troy Chang

W4~ B 4Es / Cutting ~ Preparation

v

AR LS EE / Sample Measurement
4 Pb- 43 Cd % Hg %44 Cr
v \4 \ 4
IRIET B M H Mk il % e BR AT Ab(de T & B B B B AR A O AL Aol gk [ Add
P -1) / Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v v

—{ #&3% /Filtration }—¢ o 2 B S B AT 4 AL 3E

y I |/ Heat to appropriate
| i | Solution | | #.7%5 |/ Residue | temperature to extract
1) @Ak / Alkali Fusion ]
v 2) @i [ HClto dissolve filter digestate through filter

| B AT R T H AR | ICP-AES |

v

¥ @A E | Sample Material JHMbEk k4848 / Digestion Acid e A EFEE | Add
4, 4, B, B8 EoK, AiE;, BEE, SR, FAK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNO;, HCI, HF, H,0O, color development
3% 3% | Glass A 8%, 8 8 / HNOs/HF +
&, 44, 42, MR/ Xk /Aquaregia
Gold, platinum, palladium, ceramic VRSN R-T AR R &
4% / Silver & [ HNO; A AR AL 540 nm &g R
# % / Plastic BiBL, AR, AiEg, BE: /| H,SO, Hy0, HNOs, HCI W | measure the
b, |/ Others A NETEE £ 74542 | Any acid to total digestion fR}SS;Itéance at 540 nm by
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i) 2X 3/ 1Z (PARTNAME)NO. 2
1) RIBRTORMEE MM B RAEM o (<1841 7 M4 ) / These samples
were dissolved totally by pre-conditioning method according to below flow chart. (cr®
test method excluded )
2) MRANE : A% / Name of the person who made measurement: Climbgreat Yang
3) MR EFA : 5k%#E [ Name of the person in charge of measurement: Troy Chang

A€ &EREN4 B / Flow Chart of Stripping method for metal analysis

WK S/
Preparation
RFEESEE /
Sample measurement g Crt
l 4% Pb -~ 43 Cd ~ 5k Hg
il EHACR
Bmagy iR / Add appropriate amount of digestion reagent
Prepare suitable acid solution *
¢ fro B g R AT AL IR/
Bl E AR Heat to appropriate temperature to extract
Put sample into acid solution ¢
¢ A g g / Cool, filter digestate through
AR/ filter
Dissolve plating layer ¢
v oA RIS |
A/ Add diphenyl-carbazide for color development
Solution ¢
¢ VRSN R R, ERAR AR A 540
RS RHRS 5 LR R nm 8RO |
ICP-AES measure the absorbance at 540 nm by UV-VIS
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FHTRER /
Analytical flow chart

1) MR AEB : 1§45 / Name of the person who made measurement: Lydia Fu
2) AlRAaFA 3% [ Name of the person in charge of measurement: Shinjyh Chen

W 7):K8 A (Test ltems): w9 /&4 & -A ~ 48 A/ TBBP-A » Bisphenol A

How Al R IE /
Sample pretreatment

!

F AFEREER/
Sample extraction by Soxhlet extraction

)

FTAEACR R, FEBUR IR GEIFFE]
Derived by acetic acid
Concentrate/Dilute Extracted solution

!

ARABRATH AR AT/
Analysis was performed by GC/MS

!

#4E / Data
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FRER(LCIMS) 2 Hrim 2| |
Analytical flow chart of Soxhlet extraction (LC/MS) procedure

1) MIFRAE : 145 / Name of the person who made measurement: Lydia Fu

2) AR AaFA % / Name of the person in charge of measurement: Shinjyh Chen

B )X 7E B (Test ltems): &R FIrEBR/SRFER(4R) ~ X3 =k saisdy /
PFOS/PFOA - Benzotriazole

HSAT R/
Sample pretreatment/separation

!

Fesh ERUGRR & X ERE /
Sample extraction by soxhlet method

BRI M FE ]
Concentrate/Dilute Extracted solution

!

VAR AR R #T R AR AR AT IR
Analysis was performed by LC/MS

I

#4% / Data
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2) mHK & FA :5k%EH [ Name of the person in charge of measurement: Troy Chang
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2) @R A FA :RZEE [ Name of the person in charge of measurement: Troy Chang
kA2 | First testing process ———»

EAFM G RAZ A [ Optional SCreen process «a«ssssasass

#3842 K | Confirmation process — - — -p

Sample / # &
v

Sample pretreatment / # & 37 & 52

4

Screen analysis / #7 & 447

v

Sample extraction 4% £ H/
Soxhlet method % X 3 Bk

|
v

Concentrate/Dilute Extracted solution
BRI eI FE
]
v

Filter / #3&iB 5
]
v

Analysis by GC/MS /
AR ATH AR AT
v

Issue Report iE3r# %

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
PRIEAFHI » R ERERESAGA 2R B H - FMERA AR E WA > Ao EE -

This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company’s findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and
offenders may be prosecuted to the fullest extent of the law.

LB R R ) AR /A F | Chemical-Taipei 33 WuChyuan Road, Wuku Industrial Zone, Taipei County, Taiwan /13 L % T 3418 TUHERE 3357 t + 886 (02)2299 3279 f+ 886 (02)2299 3237 www.sgs.com

Member of the SGS Group (SGS SA)



LI
Test Report

$EA5(No.) : CE/2010/51338 HE#i(Date) : 2010/05/17 H#(Page) : 12 of 13

ERETFT T ERMNARR A OO 0 A A
EVERLIGHT ELECTRONICS CO., LTD.

G LB M P I = FLT64255%
NO. 25, LANE 76, SEC. 3, CHUNG YANG ROAD, TUCHENG, TAIPEI, TAIWAN, R. O. C.

)]

e

1
1
|

I

At

|

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
FRIES Y - B EHEREEAEA IR BT - AWEREA AR BT » RSO EE -

This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company’s findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and
offenders may be prosecuted to the fullest extent of the law.

SGS Taiwan Ltd.
LB R R ) AR /A F | Chemical-Taipei 33 WuChyuan Road, Wuku Industrial Zone, Taipei County, Taiwan /13 L % T 3418 TUHERE 3357 t + 886 (02)2299 3279 f+ 886 (02)2299 3237 www.sgs.com

|
Member of the SGS Group (SGS SA)



LI
Test Report

$EA5(No.) : CE/2010/51338 HE#i(Date) : 2010/05/17 H#(Page) : 13 of 13

ET T ¥R A P2 8 (O 0 0 0 A O 0
EVERLIGHT ELECTRONICS CO., LTD.

G LB M P I = FLT64255%

NO. 25, LANE 76, SEC. 3, CHUNG YANG ROAD, TUCHENG, TAIPEI, TAIWAN, R. O. C.

*% 4R LB (End of Report) **

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
FRIES Y - B EHEREEAEA IR BT - AWEREA AR BT » RSO EE -

This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company’s findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and
offenders may be prosecuted to the fullest extent of the law.

SGS Taiwan Ltd.
LRy 3 AR /AF | Chemical-Taipei 33 WuChyuan Road, Wuku Industrial Zone, Taipei County, Taiwan JEAUER AR T30 TIRERE 3357 t + 886 (02)2299 3279 f+ 886 (02)2299 3237 www.sgs.com

|
Member of the SGS Group (SGS SA)



		2010-05-17T16:53:32+0800
	SGS TW
	www.sgs.com
	What is DSR? Refer http://dsr.wmholetech.com 


		hubert.hsu@wormholesoft
	2010-05-17T16:53:31+0800
	Downsview, ON
	www.wmholetech.com
	WomrHoleTech




